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PrefACe

This report presents new data on the lead content of solvent-based paints 
for home use available on the market in Taiwan. This is the first time that 
the Taiwan Watch Institute (TWI) has analyzed paints sold in Taiwan 
for their lead content. This study found that most of the solvent-based 
paints analyzed contained lead concentrations above 600 parts per mil-
lion (ppm), the threshold limit for lead in paint adopted by Singapore and 
Sri Lanka. In addition, these paints would not be allowed to be sold in 
most industrialized countries.

Included in the report is background information on why the use of paints 
with high lead content is a source of serious concern, especially to chil-
dren’s health; a review of national policy frameworks that are in place to 
ban or restrict the manufacture, import, export, sale and use of leaded 
household paints; and recommendations for taking action to protect chil-
dren and others from lead in paint.

The study was conducted by TWI in partnership with IPEN as part of the 
IPEN Global Lead Paint Elimination Campaign. The Campaign seeks to 
eliminate lead in paint and raise widespread awareness among business 
entrepreneurs and consumers about the adverse human health impacts 
of lead-based paints, particularly on the health of children under six years 
old. While this publication has been produced with funding from the 
New York Community Trust, the contents of the publication are the sole 
responsibility of the TWI and IPEN, and can in no way be taken to reflect 
the views of the New York Community Trust.

Founded in 1999, TWI is an environmental protection group that focuses 
mainly on brown issues such as waste management, overproduction 
and overuse of plastics, and recycling mechanisms. TWI is campaign-
ing against waste incineration, plastic microbeads and polyvinyl chloride 
(PVC) plastic. It monitors and analyze public policies and lobbies the leg-
islative Yuan (Parliament) with the aim of protecting the environment and 
achieving sustainability. TWI collaborates with environmental organiza-
tions in Taiwan and overseas to promote common issues and concerns.  

IPEN is an international NGO network of health and environmental 
organizations from all regions of the world in which TWI participates. 
IPEN is a leading global organization working to establish and implement 
safe chemicals policies and practices to protect human health and the 
environment. Its mission is a toxics-free future for all. IPEN helps build 
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the capacity of its member organizations to implement on-the-ground 
activities, learn from each other’s work, and work at the international level 
to set priorities and achieve new policies.
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exeCutive summAry

While lead exposure is also harmful to adults, lead exposure harms chil-
dren at much lower levels, and the health effects are generally irreversible 
and can have a lifelong impact. The younger the child, the more harmful 
lead can be, and children with nutritional deficiencies absorb ingested 
lead at an increased rate. The human fetus is the most vulnerable, and a 
pregnant woman can transfer lead that has accumulated in her body to 
her developing child. Lead is also transferred through breast milk when 
lead is present in a nursing mother.

Evidence of reduced intelligence caused by childhood exposure to lead has 
led the World Health Organization (WHO) to list “lead-caused men-
tal retardation” as a recognized disease. WHO also lists it as one of the 
top ten diseases whose health burden among children is due to modifi-
able environmental factors.

Most highly industrial countries adopted laws or regulations to control 
the lead content of decorative paints—the paints used on the interiors 
and exteriors of homes, schools, and other child-occupied facilities—be-
ginning in the 1970s and 1980s. In Taiwan, although the volatile organic 
compounds (VOCs) and formaldehyde in paints are regulated, there is 
currently no regulation in place limiting the amount of lead in paint for 
household and decorative use.

From August to September 2015, TWI purchased a total of 47 cans of 
solvent-based paint intended for home use from stores in Taipei City, 
Taiwan. The paints represented eight different brands produced by seven 
manufacturers. All paints were analyzed by an accredited laboratory in the 
U.S. for their total lead content, based on dry weight of the paint.

reSULtS

The majority of solvent-based paints for home use (31 out of 47 paints or 
66 percent of paints) analyzed contained total lead concentrations above 
600 parts per million (ppm)—the regulatory total lead limit in Singapore 
and Sri Lanka. Moreover, 22 paints (47 percent of paints) contained dan-
gerously high lead concentrations above 10,000 ppm. The highest total 
lead concentration detected was 440,000 ppm in an anti-corrosive paint 
sold for home use.
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All eight paint brands produced at least one paint with total lead con-
centrations above 10,000 ppm. Among the decorative paints, yellow 
paints from two different brands contained the highest amount of lead at 
140,000 ppm. Among the red anti-corrosive paints, one brand contained 
the highest concentration of lead at 440,000 ppm.

Lead concentrations greater than 600 ppm were found in 26 out of 35 
bright-colored paints (74 percent of bright-colored paints), i.e., yellow, 
orange and red. Orange paints were the most hazardous with six out of 
seven paints (86 percent of orange-colored paints) containing total lead 
concentrations greater than 10,000 ppm. In addition, nine out of 12 yel-
low paints (75 percent of yellow paints) and seven out of 16 red paints (44 
percent of red paints) contained dangerously high lead concentrations 
above 10,000 ppm. Five of the 12 white paints in this study contained 
more than 600 ppm lead but none exceeded 10,000 ppm. This shows that 
the technology to produce paint with lead concentrations below 600 ppm 
exists in Taiwan for all analyzed colors.

Only four out of 47 paints (9 percent of paints) provided information 
about lead on their labels and most paints carried little information about 
any ingredients on can labels. Most paints were merely labeled as “sol-
vents, pigments and resin,” with no further details on the type of solvents 
and pigments (organic or inorganic) provided on paint can labels. Manu-
facturing dates or batch numbers were included on the labels of 40 out 
of 47 paints (85 percent of paints) included in this study. Most warning 
symbols on the paint cans indicated the flammability of the paints, but 
had no precautionary warnings on the effects of lead dust to children and 
pregnant women were provided.

Lead levels in this study are consistent with results of a similar paint study 
conducted in 2009. In that study, twenty-five new enamel paints pur-
chased in Taipei City were collected and analyzed at the H & E Laborato-
ries at the University of Cincinnati, which is accredited as an environmen-
tal lead laboratory by the American Industrial Hygiene Association under 
the National Lead Laboratory Accreditation Program. The laboratory 
participated in the Environmental Lead Proficiency Analytical Testing 
Program (ELPAT) as did the laboratory that analyzed paints in the cur-
rent study. Five paints (blue, green, red, white and yellow) were collected 
from each of five brands. The lead concentrations were somewhat higher 
in paints included in the current study, most notably in the percentage of 
paints with lead concentrations greater than 10,000 ppm, which was 47 
percent in the current study and 32 percent in the earlier one.
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ConCLUSionS

This study demonstrates that solvent-based paints for home use with high 
concentrations of lead are widely available in Taiwan despite its highly 
industrialized status, since the paints sampled for this study are brands 
commonly sold in retail stores all over Taiwan. However, the fact that 
16 out of 47 paints (34 percent of paints) contained lead concentrations 
below 600 ppm indicates that the technology to produce paints with low 
lead levels exists in Taiwan. The study results provide a strong justification 
to adopt and enforce a regulation that will ban the manufacture, import, 
export, sale and use of lead paints. 

reCommendationS

To address the problem of lead in paint, the Taiwan Watch Institute and 
IPEN propose the following recommendations:

Government and Government Agencies

The Bureau of Standard, Metrology and Inspection should immediately 
draft a regulation that will ban the manufacture, import, export, sale and 
use of paints that contain total lead concentrations exceeding 90 ppm, the 
most restrictive standard in Asia and the world.

Paint industry

Paint companies that still produce lead-containing paints should expedi-
tiously stop the use of leaded paint ingredients in paint formulations. 
Paint companies that have shifted to non-lead paint production should 
get their products certified through independent, third party verifica-
tion procedures to increase the customer´s ability to choose paints with 
no added lead. 

individual, Household and institutional Consumers

Paint consumers should demand paints with no added lead from paint 
manufacturers, as well as full disclosure of a paint product’s lead content. 
Household and institutional consumers should ask for, consciously buy, 
and apply only paints with no added lead in places frequently used by chil-
dren such as homes, schools, parks and playgrounds. 

organizations and Professional Groups

Public health groups, consumer organizations and other concerned enti-
ties should support the elimination of lead-containing paint, and conduct 



10

activities to inform and protect children from lead exposure through lead 
paint, lead in dust and soil, and other sources of lead.

All stakeholders

All stakeholders should come together and unite in promoting a strong 
policy that will eliminate lead paint in Taiwan.
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1. BACkGround

1.1 HeaLtH and eConomiC imPaCtS of Lead exPoSUre

Children are exposed to lead from paint when lead-containing paint on 
walls, windows, doors or other painted surfaces begins to chip or deterio-
rate, since this causes lead to be released to dust and soil. When a surface 
previously painted with lead paint is sanded or scraped in preparation 
for repainting, very large amounts of lead-contaminated dust is produced 
which, when it spreads, can constitute a severe health hazard.[1]

Children playing indoors or outdoors get house dust or soil on their 
hands, and then ingest it through normal hand-to-mouth behavior. If the 
dust or the soil is contaminated with lead, the children will ingest lead. 
Hand-to-mouth behavior is especially prevalent in children aged six years 
and under, the age group most easily harmed by exposure to lead. A typi-
cal one- to six-year-old child ingests between 100 and 400 milligrams of 
house dust and soil each day.[2]

In some cases, children pick up paint chips and put them directly into 
their mouths. This can be especially harmful because the lead content 
of paint chips is typically much higher than what is found in dust and 
soils. When toys, household furniture, or other articles are painted with 
lead paint, children may directly ingest the lead-contaminated, dried 
paint when chewing on them. Nonetheless, the most common way that 
children ingest lead is through lead-contaminated dust and soil that gets 
onto their hands.[3]

While lead exposure is also harmful to adults, lead exposure harms chil-
dren at much lower levels. In addition, children absorb up to five times as 
much of ingested lead than adults. Children with nutritional deficiencies 
absorb ingested lead at an even increased rates.[2] 

The younger the child, the more harmful lead can be and the health effects 
are generally irreversible and can have a lifelong impact. The human fetus 
is the most vulnerable, and a pregnant woman can transfer lead that has 
accumulated in her body to her developing child.[4] Lead is also trans-
ferred through breast milk when lead is present in a nursing mother.[5]

Once lead enters a child’s body through ingestion, inhalation, or across 
the placenta, it has the potential to damage a number of biological sys-
tems and pathways. The primary target is the central nervous system 
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and the brain, but lead can also affect the blood system, the kidneys, 
and the skeleton.[6] Lead is also categorized as an endocrine-disrupt-
ing chemical (EDC).[7]

It is generally agreed that one key element in lead toxicity is its capacity to 
replace calcium in neurotransmitter systems, proteins, and bone struc-
ture, altering function and structure and thereby leading to severe health 
impacts. Lead is also known to affect and damage cell structure.[8]

According to the World Health Organization (WHO): “Lead has no es-
sential role in the human body, and lead poisoning accounts for about 0.6 
percent of the global burden of disease.”[2] Evidence of reduced intel-
ligence caused by childhood exposure to lead has led WHO to list “lead-
caused mental retardation” as a recognized disease. WHO also lists it as 
one of the top ten diseases whose health burden among children is due to 
modifiable environmental factors.[9]

In recent years, medical researchers have been documenting significant 
health impacts in children from lower and lower levels of lead exposure.
[2,6] According to the factsheet on Lead Poisoning and Health from WHO: 
“There is no known level of lead exposure that is considered safe.”[10]

When a young child is exposed to lead, the harm to her or his nervous sys-
tem makes it more likely that the child will have difficulties in school and 
engage in impulsive and violent behaviour.[11] Lead exposure in young chil-
dren is also linked to increased rates of hyperactivity, inattentiveness, fail-
ure to graduate from high school, conduct disorder, juvenile delinquency, 
drug use, and incarceration.[2] Lead exposure impacts on children contin-
ue throughout life and have a long-term impact on a child’s work perfor-
mance, and—on average—are related to decreased economic success.

A recent study investigating the economic impact of childhood lead 
exposure on national economies in all low- and middle-income countries 
estimated a total cumulative cost burden of $977 billion international dol-
lars1 per year.[12] The study considered the neurodevelopmental effects on 
lead-exposed children, as measured by reduced IQ points, and it correlat-
ed lead exposure-related reductions in children’s IQ scores to reductions 
in lifetime economic productivity, as expressed in lifelong earning power. 
The study identified many different sources of lead exposure in children, 

1 An International dollar is a currency unit used by economists and international organizations 
to compare the values of different currencies. It adjusts the value of the U.S. dollar to reflect 
currency exchange rates, purchasing power parity (PPP), and average commodity prices within 
each country. According to the World Bank, “An international dollar has the same purchasing 
power over GDP as the U.S. dollar has in the United States.” The international dollar values in 
this report were calculated from a World Bank table that lists GDP per capita by country based 
on purchasing power parity and expressed in international dollars.
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with lead paint as one major source. Broken down by region, the economic 
burden of childhood lead exposure as estimated by this study was:

•	 africa: $134.7 billion of economic loss, or 4.03% of Gross Domes-
tic Product (GDP)

•	 Latin america and the Caribbean: $142.3 billion of economic loss, 
or 2.04% of GDP

•	 asia: $699.9 billion of economic loss, or 1.88% of GDP

•	 taiwan: no available data yet

1.2 tHe USe of Lead in Paint

Paints contain high levels of lead when the paint manufacturer intention-
ally adds one or more leaded compounds to the paint for some purpose. A 
paint product may also contain some amount of lead when paint ingredi-
ents contaminated with lead are used, or when there is cross-contamina-
tion from other product lines in the same factory. Water-based paints are 
rarely contaminated with lead, but solvent-based enamel paints have been 
found to have high lead content in many countries.[13-15]

The leaded compounds most commonly added to paints are pigments. 
Pigments are used to give the paint its color, make the paint opaque 
(so it covers well), and protect the paint and the underlying surface 
from degradation caused by exposure to sunlight. Lead-based pig-
ments are sometimes used alone, and sometimes used in combination 
with other pigments.

Leaded compounds also may be added to enamel paints for use as driers 
(sometimes called drying agents or drying catalysts). Leaded compounds 
are also sometimes added to paints used on metal surfaces to inhibit rust 
or corrosion. The most common of these is lead tetroxide, sometimes 
called red lead or minium.

Non-leaded pigments, driers, and anti-corrosive agents have been widely 
available for decades, and are used by manufacturers producing the high-
est quality paints. When a paint manufacturer does not intentionally add 
lead compounds in the formulation of its paints, and takes care to avoid 
the use of paint ingredients that are contaminated with lead, the lead 
content of the paint will be very low—less than 90 parts per million (ppm) 
total lead by dry weight, and frequently down to 10 ppm or less. 

Most highly industrial countries adopted laws or regulations to control the 
lead content of decorative paints beginning in the 1970s and 1980s. Many 
also imposed controls on the lead content of paints used on toys and for 
other applications likely to contribute to lead exposure in children. These 
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regulatory actions were taken based on scientific and medical findings 
that lead paint is a major source of lead exposure in children, and that 
lead exposure in children causes serious harm, especially to children aged 
six years and under.

The use of lead in production of decorative paint is prohibited in the 
European Union through regulations related to safety of consumer prod-
ucts and specific prohibitions for most leaded raw materials. In the U.S., 
Canada, Australia and other countries with regulations restricting the use 
of leaded ingredients in decorative paint, standards specifying a maximum 
lead limit are in place. The current standard for household paints in the 
U.S., the Philippines, and Nepal is 90 ppm total lead, and adherence to 
this ensures that a manufacturer can sell its paint anywhere in the world. 
Some other countries such as Singapore and Sri Lanka have established 
standards of 600 ppm total lead.

1.3 Paint market and regULatory framework in taiwan

The paint industry in Taiwan took off in the 1950s and has been steadily 
growing. The major domestic paint manufacturers include Yung Chi Paint 
& Varnish Mfg. Co., Ltd., Shan Yeh Paint Industrial Corp., and Treasure 
Lacquer Paint & Printing Ink Co., Ltd., among others.  According to a re-
port released by the China Credit Information Service Company in March 
2015, Yung Chi allegedly has the largest market share among all domestic 
paint companies, and has expanded its market in China, Malaysia and 
Vietnam in the last two decades, with a total income of USD 259 million 
in 2014 as per Yung Chi’s  annual report.[16-17]

Two major international brands, Nippon Paint and Dulux (a brand from 
AkzoNobel), also sell paints in Taiwan, but currently sell only water-based 
paints. Although almost all domestic manufacturers still produce solvent-
based paints, some of them are now producing quality water-based paints.

However, anti-corrosive paints are widely available in retail stores. While 
the English name for these products (Anti-Corrosive Lead Paint) clearly 
denote lead as ingredient, the Chinese name “Hong-Dan Paints” does not 
say anything about lead.

Although the VOCs and formaldehyde levels in paints are regulated, there 
is no regulation prohibiting or limiting the use of lead in paints, according 
to the Bureau of Standard, Metrology & Inspection, Ministry of Econom-
ic Affairs Taiwan. 
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2. mAteriAls And metHods

From August to September 2015, 47 cans of solvent-based paint intended 
for home use were purchased by Taiwan Watch Institute from various 
stores in Taipei City, Taiwan. The paints represented eight different brands 
produced by seven manufacturers.

In most cases, one white paint and one or more bright-colored paint such 
as red, orange or yellow were selected. Additionally, four red anti-corro-
sive paints were also included in this study. The availability of these paints 
in retail establishments suggested that they were intended to be used 
within home environments.

During the paint sample preparation, information such as color, brand, 
manufacturer, country where manufactured, product codes, production 
dates, and other details as provided on the label of the paint can were re-
corded. Generic paint colors were recorded, e.g., “yellow” instead of “sun-
flower.” For all colored paints, the protocol called for obtaining “bright” or 
“strong” red and yellow paints when available. 

Paint sampling preparation kits containing individually numbered, 
untreated wood pieces, single-use paintbrushes and stirring utensils 
made from untreated wood sticks were assembled and shipped to Tai-
wan Watch Institute by the staff of the IPEN partner NGO, Arnika, in 
The Czech Republic.

Each can of paint was thoroughly stirred and was subsequently applied 
onto individually numbered triplicates of untreated labelled wood pieces 
using different unused single-use paintbrushes for each sample by a re-
searcher of Taiwan Watch Institute.

Each stirring utensil and paintbrush was used only once, and extra 
caution was taken to avoid cross contamination. All samples were then 
allowed to dry at room temperature for five to six days. After drying, 
the painted wood pieces were placed in individually labelled re-sealable 
plastic bags and shipped for analysis of total lead content to Forensic 
Analytical Laboratories, Inc. in the United States of America. The labora-
tory participates in the Environmental Lead Proficiency Analytical Testing 
(ELPAT) Program operated by the American Industrial Hygiene Associa-
tion. In the lab selection process, IPEN further assessed the reliability of 
the lab results by conducting an independent quality assurance testing. 
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This was made by sending paint samples with a known lead content to the 
lab, and evaluating the results received.

The laboratory’s lower limit of detection for the lead concentration in the 
paint samples is dependent on the amount of paint in the samples. Gener-
ally, the lowest detection limit is 60 ppm, but if only a small amount of 
paint is available, the detection limit increases. Therefore, the detection 
limit was higher (up to 200 ppm) for some of the samples.

The paint samples were analyzed using method EPA3050B/7420, 
i.e., through acid digestion of the samples, followed by Flame Atomic 
Absorption Spectrometry, as recognized by the WHO as appropriate 
for the purpose.[18]
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3. results

3.1 SUmmary of reSULtS

This current study shows:

•	 The majority (31 out of 47 or 66 percent) of the solvent-based paints 
analyzed contained total lead concentrations above 600 parts per 
million (ppm)—the regulatory total lead limit in Singapore and Sri 
Lanka; 22 paints (47 percent of paints) contained dangerously high 
lead concentrations above 10,000 ppm.

•	 All eight paint brands produced at least one paint with a total lead 
concentration above 10,000 ppm.

•	 A majority of brightly colored paints (26 out of 35 or 74 percent) 
contained lead concentrations greater than 600 ppm. Orange paints 
were the most hazardous with six out of seven paints (86 percent of 
orange-colored paints) containing total lead concentrations greater 
than 10,000 ppm; nine out of 12 yellow paints (75 percent of yellow 
paints) and seven out of 16 red paints (44 percent of red paints) also 
contained dangerously high lead concentrations above 10,000 ppm.

•	 The highest lead concentration detected was 440,000 ppm in a red 
Rainbow Anti-Corrosive Lead Paint sold for home use.

•	 Only four out of 47 paints provided information about lead on their 
labels and most paints carried little information about ingredients. 
Most paints were merely labeled as “solvents, pigments and resin,” 
with no further details on the type of solvents and pigments (or-
ganic or inorganic) provided. Most warning symbols on the paint 
cans indicated the flammability of the paints, but  no precautionary 
warnings on the effects of lead dust to children and pregnant wom-
en were provided.

3.2 totaL Lead Content anaLySiS

The total lead concentration exceeded 600 ppm — a mandatory 
standard in Singapore and Sri Lanka —  in a majority of the paints 
analyzed: thirty-one of 47 paints (66 percent of paints) contained 
total lead concentrations above 600 ppm and 22 paints (47 percent of 
paints) contained total lead concentrations above 10,000 ppm.



18

A red anti-corrosive paint from the Rainbow brand contained the high-
est concentration of lead at 440,000 ppm, while the lowest concentration 
of lead less than 60 ppm was detected in four paints from the following 
brands: Rainbow Ready-mixed Paint (white), Ming Shing AAA Solvent-
based Acrylic Paint (white and red), and Purity Solvent-based Acryl-
ic Paint (red).

The ten solvent-based paints with the highest amounts of lead are sum-
marized in Table 1.

taBLe 1. Top 10 SolvenT-baSed painTS wiTh The higheST lead 

ConTenT

r
a
n

k

Sample 
no. Brand manufacturer Color

Lead 
Content 
(ppm)

1 twn-47 rainbow (anti-corrosive 
Lead Paint)

yung Chi Paint & varnish mfg. 
Co., Ltd.

red 440,000

2 twn-17 treasure (ready-mixed 
Paint)*

the treasure Lacquer Paint & 
Printing ink Co., Ltd.

yellow 140,000

3 twn-13 Ching yeh (ready-mixed 
Paint)

Shan yeh Paint industrial 
Corp.

yellow 140,000

4 twn-21 Camel (ready-mixed 
Paint)

the treasure Lacquer Paint & 
Printing ink Co., Ltd.

yellow 130,000

5 twn-42 Purity (ready-mixed 
Paint)

national Paint Co., Ltd. yellow 100,000

6 twn-15 Ching yeh (ready-mixed 
Paint)

Shan yeh Paint industrial 
Corp.

orange 93,000

7 twn-26 ming Shing (aa ready-
mixed Paint

Hsin mei Hua Paint Co., Ltd. orange 84,000

8 twn-19 treasure (ready-mixed 
Paint)*

the treasure Lacquer Paint & 
Printing ink Co., Ltd.

orange 80,000

9 twn-24 ming Shing (aa ready-
mixed Paint)

Hsin mei Hua Paint Co., Ltd. yellow 76,000

10 twn-44 Ching yeh (anti-corro-
sive Lead Paint)

Shan yeh Paint industrial 
Corp.

red 60,000

* Brand name also known as JuDing
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3.3 Paint Brand anaLySiS

All eight brands from seven manufacturers produced at least one 
paint with a total lead concentration above 10,000 ppm.

Among solvent-based decorative paints, Treasure Ready-mixed Paint 
(yellow) contained the highest concentration of lead at 140,000 ppm. 
On the other hand, the lowest concentration of lead, less than 60 ppm, 
was detected in four paints from Rainbow Ready-mixed Paint (white), 
Ming Shing AAA Solvent-based Acrylic Paint (white and red), and Purity 
Solvent-based Acrylic Paint (red).

Among the four anti-corrosive paints, Rainbow Anti-Corrosive Lead Paint 
contained the highest concentration of lead at 440,000 ppm, followed by 
Ching Yeh Anti-Corrosive Lead Paint with 60,000 ppm, Golden Crane 
Anti-Corrosive Lead Primer with 13,000 ppm, and Deyi Anti-Corrosive 
Lead Paint with 9,700 ppm.

3.4 Paint CoLor anaLySiS

A majority (26 out of 35 or 74 percent) of bright-colored paints such as 
yellow, orange and red contained lead concentrations above 600 ppm. 
Twenty-two of these paints contained dangerously high lead concen-
trations above 10,000 ppm (63 percent of bright-colored paints).

This study analyzed 16 red-colored paints, 12 yellow paints, 12 white 
paints and seven orange paints. Yellow, orange and red paints con-
tained the highest total lead concentrations. Orange paints were the 
most hazardous with six out of seven paints (86 percent of orange-
colored paints) containing dangerously high lead concentrations greater 
than 10,000 ppm.

Six out of seven orange-colored paints (86 percent of orange paints) con-
tained lead concentrations above 600 ppm, all of which exceeded more 
than 10,000 ppm of lead. Ching Yeh Ready-mixed Paint contained the 
highest lead concentration at 93,000 ppm, while Rainbow Solvent-based 
Acrylic Paint contained the lowest lead concentration of 230 ppm.

Nine out of 12 yellow-colored paints (75 percent of yellow paints) con-
tained lead concentrations above 600 ppm, all of which contained more 
than 10,000 ppm of lead. Ching Yeh Ready-mixed Paint and Treasure 
Ready-mixed Paint contained the highest lead concentrations at 140,000 
ppm, while Rainbow Solvent-based Acrylic Paint and Purity Solvent-
based Acrylic Paint contained the lowest lead concentrations with less 
than 70 ppm.
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Eleven out of 16 red-colored paints (69 percent of red paints) contained 
lead concentrations above 600 ppm, seven of which contained more than 
10,000 ppm of lead (44 percent of red paints). Rainbow Anti-Corrosive 
Lead Paint contained the highest lead concentration at 440,000 ppm, 
while Ming Shing AAA Solvent-based Acrylic Paint and Purity Solvent-
based Acrylic Paint contained the lowest lead concentrations with less 
than 60 ppm.

Five out of 12 white paints (42 percent of white paints) contained lead 
concentrations above 600 ppm, none of which contained more than 
10,000 ppm of lead. Ching Yeh Ready-mixed Paint contained the highest 
lead concentration at 3,900 ppm, while Rainbow Solvent-based Acrylic 
Paint and Ming Shing AAA Solvent-based Acrylic Paint contained the 
lowest lead concentrations with less than 60 ppm.

The distribution of lead concentrations in different colors is shown below.

3.5 LaBeLing

In general, most paint can labels did not carry meaning-
ful information about lead content or the hazards of paint 
with lead concentrations.

Only four out of 47 paints (9% of paints) provided information about lead 
on their labels and most paint can labels s carried little information about 
any ingredients. Most paints were merely labeled as “solvents, pigments 
and resin,” with no further details on the type of solvents and pigments 
(organic or inorganic) provided on paint can labels.  Manufacturing dates 
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or batch numbers were included on the labels of 40 out of 47 paints (85 
percent of paints) included in this study.  Most warning symbols on the 
paint cans indicated the flammability of the paints, but  no precaution-
ary warnings on the effects of lead dust to children and pregnant wom-
en were provided.

3.6 ComPariSon witH reSULtS from an earLier StUdy

In 2009, twenty-five new enamel paints purchased in Taipei City were 
collected and analyzed in the H & E Laboratories at the University of 
Cincinnati, which is accredited as an environmental lead laboratory by 
the American Industrial Hygiene Association under the National Lead 
Laboratory Accreditation Program. The laboratory participated in the En-
vironmental Lead Proficiency Analytical Testing Program (ELPAT) as did 
the laboratory that analyzed paints in the current study. Five paints (blue, 
green, red, white and yellow) were collected from each of five brands. The 
lead concentrations were somewhat higher in paints included in the cur-
rent study, most notably in the percentage of paints with lead concentra-
tions greater than 10,000 ppm, which was 47 percent in the current study 
and 32 percent in the earlier one.

taBLe 2. CompariSon of ToTal lead ConCenTraTion (ppm) in new 

SolvenT-baSed painTS from CurrenT STudy wiTh earlier STudy 

(ewerS eT al 2011)

 
Current Study Previous Study

number of Paints 47 25

average Concentration, ppm 37,000 24,000

Percentage of paints with lead ≥ 600 ppm (number 
of paints)

66 (31) 56 (14)

Percentage of paints with lead ≥ 10,000 ppm (number 
of paints)

47 (22) 32 (8)

maximum Concentration (ppm) 440,000* 160,000

*This concentration was detected in an anti-corrosive paint. Anti-corrosive paints were not col-
lected in the previous study. The next highest concentration in the current study was 140,000 ppm.
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4. ConClusions And 

reCommendAtions

This study demonstrates that solvent-based paints for home use with high 
concentrations of lead are widely available in Taiwan despite its highly 
industrialized status, since the paints sampled for this study are brands 
commonly sold in retail stores all over Taiwan. However, the fact that 
16 out of 47 paints (34 percent of paints) contained lead concentrations 
below 600 ppm indicates that the technology to produce paints with low 
lead levels exists in Taiwan. The study results provide a strong justification 
to adopt and enforce a regulation that will ban the manufacture, im-
port, export, sale and use of paints with total lead concentrations greater 
than 90 ppm.

To address the problem of lead in paint, the Taiwan Watch Institute and 
IPEN propose the following recommendations:

Government and Government Agencies:

For the Bureau of Standard, Metrology and Inspection to immediately 
draft a regulation that will ban the manufacture, import, export, sale and 
use of paints that contain total lead concentrations exceeding 90 ppm, the 
most restrictive standard in Asia and the world.

Paint industry:

For paint companies that still produce lead-containing paints to expedi-
tiously stop the use of leaded paint ingredients in paint formulations. 
Paint companies that have shifted to non-lead paint production should 
get their products certified through independent, third party verifica-
tion procedures to increase the customer’s ability to choose paints with 
no added lead.

For paint consumers to demand paints with no added lead from paint 
manufacturers, as well as full disclosure of a paint product’s lead content. 
For household and institutional consumers to ask for, consciously buy, and 
apply only paints with no added lead in places frequently used by children 
such as homes, schools, parks and playgrounds. 
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For public health groups, consumer organizations and other concerned 
entities to support the elimination of lead-containing paint, and conduct 
activities to inform and protect children from lead exposure through lead 
paint, lead in dust and soil, and other sources of lead.

For all stakeholders to come together and unite in promoting a strong 
policy that will eliminate lead paint in Taiwan.
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APPendix

taBLe 3. SolvenT-baSed painTS for home uSe inCluded in The 

STudy

Sample 
no. Brand Color v

o
lu

m
e 

(L
)

P
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ce
 (

t
w

d
)*

d
a
te

 o
f 

 
m
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(y
/m

/d
)

Batch no.

date of 
Purchase 
(y/m/d) is

 t
h

er
e 

w
eb

si
te

 
o
n

 l
a
b
el

?

twn-01 rainbow (Solvent-
based acrylic Paint)

white 1 235 2015/04/24 f275042202 2015/10/04 no

twn-02 rainbow (Solvent-
based acrylic Paint)

red 1 265 2015/04/07 f215033014 2015/10/04 no

twn-03 rainbow (Solvent-
based acrylic Paint)

yellow 1 200 2015/03/26 f215031909 2015/10/04 no

twn-04 rainbow (Solvent-
based acrylic Paint)

orange 1 230 2014/01/08 f214011726 2015/10/04 no

twn-05 rainbow (ready-
mixed Paint)

white 1 210 2014/01/16 f274011401 2015/10/04 no

twn-06 rainbow (ready-
mixed Paint)

red 1 200 2015/06/01 f215052707 2015/10/04 no

twn-07 rainbow (ready-
mixed Paint)

yellow 1 220 2015/05/12 f215050807 2015/10/04 no

twn-08 rainbow (ready-
mixed Paint)

orange 1 220 2015/03/18 f215031303 2015/10/04 no

twn-09 Ching yeh (masonary 
Paint)

white 1 190 2015/08/06 5072323 2015/10/04 no

twn-10 Ching yeh (masonary 
Paint)

yellow 1 200 n/a n/a 2015/10/04 no

twn-11 Ching yeh (masonary 
Paint)

red 1 200 2015/01/28 011439 2015/10/04 no

twn-12 Ching yeh (ready-
mixed Paint)

white 1 190 2015/08/13 5072837 2015/10/04 no

twn-13 Ching yeh (ready-
mixed Paint)

yellow 1 180 2015/07/16 061025 2015/10/04 no

twn-14 Ching yeh (ready-
mixed Paint)

red 1 160 2015/07/10 6060834 2015/10/04 no

twn-15 Ching yeh (ready-
mixed Paint)

orange 1 190 2014/08/02 4071547 2015/10/04 no
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Sample 
no. Brand Color v
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)

Batch no.

date of 
Purchase 
(y/m/d) is
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e 

w
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te

 
o
n
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a
b
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?

twn-16 treasure (ready-
mixed Paint)

white 1 190 n/a 04032708 2015/10/04 no

twn-17 treasure (ready-
mixed Paint)

yellow 1 190 n/a 04051822 2015/10/04 no

twn-18 treasure (ready-
mixed Paint)

red 1 200 n/a 03101416 2015/10/04 no

twn-19 treasure (ready-
mixed Paint)

orange 1 180 n/a 04040731 2015/10/04 no

twn-20 Camel (ready-mixed 
Paint)

white 1 200 n/a 03122529 2015/10/04 no

twn-21 Camel (ready-mixed 
Paint)

yellow 1 200 n/a 04042707 2015/10/04 no

twn-22 Camel (ready-mixed 
Paint)

red 1 200 n/a 04052711 2015/10/04 no

twn-23 ming Shing (aa 
ready-mixed Paint)

white 1 200 2015/01/19 282784 2015/10/04 no

twn-24 ming Shing (aa 
ready-mixed Paint)

yellow 1 185 2015/03/20 284642 2015/10/04 no

twn-25 ming Shing (aa 
ready-mixed Paint)

red 1 200 2015/07/17 287539 2015/10/04 no

twn-26 ming Shing (aa 
ready-mixed Paint)

orange 1 185 2013/11/26 27329 2015/10/04 no

twn-27 ming Shing (aaa 
Solvent-based 
acrylic Paint)

white 1 210 2013/01/21 265229 2015/10/04 no

twn-28 ming Shing (aaa 
Solvent-based 
acrylic Paint)

yellow 1 210 2015/07/20 287653 2015/10/04 no

twn-29 ming Shing (aaa 
Solvent-based 
acrylic Paint)

red 1 210 2014/12/13 294044 2015/10/04 no

twn-30 deyi (ready-mixed 
Paint)

white 1 130 n/a n/a 2015/10/04 no

twn-31 deyi (ready-mixed 
Paint)

yellow 1 130 n/a n/a 2015/10/04 no

twn-32 deyi (ready-mixed 
Paint)

red 1 130 n/a n/a 2015/10/04 no

twn-33 deyi (ready-mixed 
Paint)

orange 1 130 n/a n/a 2015/10/04 no
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Sample 
no. Brand Color v

o
lu

m
e 

(L
)

P
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d
a
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m
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(y
/m

/d
)

Batch no.

date of 
Purchase 
(y/m/d) is

 t
h
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e 

w
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si
te

 
o
n

 l
a
b
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?

twn-34 golden Crane 
(ready-mixed Paint)

white 1 150 2014/12/02 n/a 2015/10/04 no

twn-35 golden Crane 
(ready-mixed Paint)

yellow 1 150 2014/12/10 n/a 2015/10/04 no

twn-36 golden Crane 
(ready-mixed Paint)

red 1 150 2015/03/19 n/a 2015/10/04 no

twn-37 golden Crane 
(ready-mixed Paint)

orange 1 150 2015/06/15 n/a 2015/10/04 no

twn-38 Purity (Solvent-
based acrylic Paint)

white 1 235 2015/09/24 15097497 2015/10/04 no

twn-39 Purity (Solvent-
based acrylic Paint)

yellow 1 200 2015/06/22 150622 2015/10/04 no

twn-40 Purity (Solvent-
based acrylic Paint)

red 1 265 2014/08/05 14086072 2015/10/04 no

twn-41 Purity (ready-mixed 
Paint)

white 1 210 2015/05/04 15056984 2015/10/04 no

twn-42 Purity (ready-mixed 
Paint)

yellow 1 220 2014/11/19 14116451 2015/10/04 no

twn-43 Purity (ready-mixed 
Paint)

red 1 200 2015/06/17 15067162 2015/10/04 no

twn-44 Ching yeh (anti-cor-
rosive Lead Paint)

red 1 150 2015/08/20 073159 2015/10/04 no

twn-45 golden Crane 
(anti-corrosive Lead 
Primer)

red 1 150 2015/03/14 n/a 2015/10/04 no

twn-46 deyi (anti-corrosive 
Lead Paint)

red 1 130 n/a n/a 2015/10/04 no

twn-47 rainbow (anti-corro-
sive Lead Paint)

red 1 250 n/a n/a 2015/10/04 no

*Taiwan dollars
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taBLe 4. reSulTS of laboraTory analySiS of SolvenT-baSed 

painTS for home uSe

Sample 
no. Brand Color

Lead  
Content, 
dry 
weight 
(ppm) C
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twn-01 rainbow (Solvent-based 
acrylic Paint)

white <100 taiwan taiwan no

twn-02 rainbow (Solvent-based 
acrylic Paint)

red <100 taiwan taiwan no

twn-03 rainbow (Solvent-based 
acrylic Paint)

yellow <70 taiwan taiwan no

twn-04 rainbow (Solvent-based 
acrylic Paint)

orange 230 taiwan taiwan no

twn-05 rainbow (ready-mixed 
Paint)

white <60 taiwan taiwan no

twn-06 rainbow (ready-mixed 
Paint)

red <70 taiwan taiwan no

twn-07 rainbow (ready-mixed 
Paint)

yellow 52,000 taiwan taiwan no

twn-08 rainbow (ready-mixed 
Paint)

orange 36,000 taiwan taiwan no

twn-09 Ching yeh (masonary Paint) white <200 taiwan taiwan no

twn-10 Ching yeh (masonary Paint) yellow <80 taiwan taiwan no

twn-11 Ching yeh (masonary Paint) red <80 taiwan taiwan no

twn-12 Ching yeh (ready-mixed 
Paint)

white 3,900 taiwan taiwan no

twn-13 Ching yeh (ready-mixed 
Paint)

yellow 140,000 taiwan taiwan no

twn-14 Ching yeh (ready-mixed 
Paint)

red 3,100 taiwan taiwan no

twn-15 Ching yeh (ready-mixed 
Paint)

orange 93,000 taiwan taiwan no

twn-16 treasure (ready-mixed 
Paint)

white 2,000 taiwan taiwan no

twn-17 treasure (ready-mixed 
Paint)

yellow 140,000 taiwan taiwan no

twn-18 treasure (ready-mixed 
Paint)

red 43,000 taiwan taiwan no
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Sample 
no. Brand Color

Lead  
Content, 
dry 
weight 
(ppm) C
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twn-19 treasure (ready-mixed 
Paint)

orange 80,000 taiwan taiwan no

twn-20 Camel (ready-mixed Paint) white 1,800 taiwan taiwan no

twn-21 Camel (ready-mixed Paint) yellow 130,000 taiwan taiwan no

twn-22 Camel (ready-mixed Paint) red 35,000 taiwan taiwan no

twn-23 ming Shing (aa ready-
mixed Paint)

white 2,300 taiwan taiwan no

twn-24 ming Shing (aa ready-
mixed Paint)

yellow 76,000 taiwan taiwan no

twn-25 ming Shing (aa ready-
mixed Paint)

red 23,000 taiwan taiwan no

twn-26 ming Shing (aa ready-
mixed Paint)

orange 84,000 taiwan taiwan no

twn-27 ming Shing (aaa Solvent-
based acrylic Paint)

white <60 taiwan taiwan no

twn-28 ming Shing (aaa Solvent-
based acrylic Paint)

yellow 29,000 taiwan taiwan no

twn-29 ming Shing (aaa Solvent-
based acrylic Paint)

red <60 taiwan taiwan no

twn-30 deyi (ready-mixed Paint) white 510 taiwan taiwan no

twn-31 deyi (ready-mixed Paint) yellow 45,000 taiwan taiwan no

twn-32 deyi (ready-mixed Paint) red 3,000 taiwan taiwan no

twn-33 deyi (ready-mixed Paint) orange 16,000 taiwan taiwan no

twn-34 golden Crane (ready-mixed 
Paint)

white 1,100 taiwan taiwan no

twn-35 golden Crane (ready-mixed 
Paint)

yellow 22,000 taiwan taiwan no

twn-36 golden Crane (ready-mixed 
Paint)

red 12,000 taiwan taiwan no

twn-37 golden Crane (ready-mixed 
Paint)

orange 22,000 taiwan taiwan no

twn-38 Purity (Solvent-based 
acrylic Paint)

white <70 taiwan taiwan no

twn-39 Purity (Solvent-based 
acrylic Paint)

yellow <70 taiwan taiwan no
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twn-40 Purity (Solvent-based 
acrylic Paint)

red <60 taiwan taiwan no

twn-41 Purity (ready-mixed Paint) white <80 taiwan taiwan no

twn-42 Purity (ready-mixed Paint) yellow 100,000 taiwan taiwan no

twn-43 Purity (ready-mixed Paint) red 7,900 taiwan taiwan no

twn-44 Ching yeh (anti-corrosive 
Lead Paint)

red 60,000 taiwan taiwan no

twn-45 golden Crane (anti-corro-
sive Lead Primer)

red 13,000 taiwan taiwan no

twn-46 deyi (anti-corrosive Lead 
Paint)

red 9,700 taiwan taiwan no

twn-47 rainbow (anti-corrosive 
Lead Paint)

red 440,000 taiwan taiwan no
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taBLe 5. diSTribuTion of lead ConCenTraTion by brand

Brand
no. of 
Samples

no. of 
Samples 
above 
600 ppm

no. of  
Samples 
above  
10,000 ppm

minimum 
Lead Content 
(ppm)

maximum 
Lead Content 
(ppm)

rainbow 9 3 3 <60 440,000

Ching yeh 8 5 3 <80 140,000

treasure (Juding) 4 4 3 2,000 140,000

Camel 3 2 2 1,800 130,000

ming Shing 7 5 4 <60 84,000

deyi 5 4 2 510 45,000

golden Crane 5 5 4 1,100 22,000

Purity 6 2 1 <60 100,000

taBLe 6. diSTribuTion of lead ConCenTraTion by Color

Color
no. of 
Samples

no. of 
Samples 
above  
600 ppm

no. of  
Samples 
above 
10,000 ppm

minimum 
Lead Content 
(ppm)

maximum 
Lead Content 
(ppm)

white 12 5 0 <60 3,900

yellow 12 9 9 <70 140,000

orange 7 6 6 230 93,000

red 16 11 7 <60 440,000
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